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Bondar-Clegg, Inc.

lw West Cedar Dr.
Iﬁ)mood. Colorado 80228
( 9851404

REPORT? 098-1545 ( COMPLETE )

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON
DATE PRINTED: 21-DEC-88

NUMBER OF LONER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOR
1 Au Gold 13 0.002 OPT Fire Assay
SAMPLE TYPES SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 2 ~-150 13 Assay Prep 13
Sasrle Pickur 1

Excessive Wetness 231

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO! MR. JIN BARRON

INVOICE TO: MR. JIM BARRON

ik JIM BARRON




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(309 9891404

REPORT! 098-1545

Lab Report

PROJECT: NONE LISTED

PAGE 1

SAMPLE ELEMENT
NUMBER UNITS

Au
OPT

D2 R88-515-1145-1150
02 RB88-313-1150-1133
D2 R88-515-1155-1160

02 RBB-515-1160-1143
D2 R88-515-1165-1170

0.007
0,002
0,005

0,015
0.016

12 R88-515-1170-1175
02 RB8-515-1175-1180
D2 RB8-515-1180-1185
02 R88-515-1185-11%0
D2 R88-515-1190-1195

0.018
0.019
0.010
<0,002
0,014

D2 RB8-515-1195-1200
D2 R88-515-1200-1205
D2 R88-315-1205-1210

0,017
0,005
0.011




Bohdar-Clegg, Inc.

12980 West Cedar Dr.
Lakéwood, Colorado 80228
(303)Y894404 .

B0 Lab Report

BROHM MINING CORP.
MR+ JIN RARRON
P.0, BOX 483

DEADWOORs SD
7732




Bossdar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
- BONDAR-CLEGG

REPORT: 098-1544 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP, SUBMITTED RY: J.BARRON

PROJECT: NONE LISTED DATE PRINTED: 2{-DEC-88

NUMBRER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 A Gold 23 0,002 OPY Fire Assay
2 A Gold 1 0.002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
D DRILL CORE 25 -150 25 Assay Prer 25
Saarle Pickup 1
—Excessive Hetness — 389

REMARKS: FINAL RESULTS ARE REPORTED.

2 SEPARATE ASSAY RESULTS REPORTER FOR ONE

SAHPLE.

REPORT COPIES TO: MR, JIM BARRON
MR. JIN BARRON

INVOICE TO: MR, JIN BARRON




0,023

Bomir-Clgg . Geochemical
12980 West Cedar Dr.

Colorado 80228 Bc Lab Report
REPORT: 098-1546 PROJECT: NONE LISTED PAGE 1
SAMPLE ELEMENT  Au hu
NUMBER UNITS  OPT  OPT
D2 RBG-515-1210-1215 0,010
12 RES-SIS-1215-1220  0.009
D2 RBE-515-1220-1225  <0.002
02 RE8-515-1225-1230 0,005 00\
D2 RES-515-1230-1235 0,068 0,100/ °

F
D2 RBS-515-1235-1240 0,016
D2 RBS-515-1240-1245 0,021
D2 RBS-515-1245-1250 0,010
12 REB-515-1250-1255 0,005
D2 RBS-515-1255-1260 0,006
12 R8E-515-1260-1265 0,004
D2 RB8-515-1265-1270 0,002
D2 R8B-515-1270-1275 0,002
D2 RBS-515-1275-1280 0,007
D2 REB-515-1280-1285 0,005
D2 R8S-515-1285-1290  <0.002
D2 RB8-S15-1290-1295 0,003
D2 RBS-515-1295-1300 0,002
D2 RES-S15-1300-1305 0,002
02 RBS-515-1305-1310 0,008
D2 RES-515-1310-1315 0,007
D2 RES-S1S-1315-1320 0,055
12 RE8-515-1320-1325 0,045
D2 RBS-515-1325-1330 0,011

02 R8B-513-1330-1335




Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 9891404 -

Lab Report

RROHM MINING CORFP.,
MR, JIX BARRON
P.0. ROX 485

DEADWOODs SD
37732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
it Ve BONDAR-CLEGG
REPORT: 098-1548 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP, SUBMITTED BY: J, BARRON
PROJECTS NONE LISTED DATE PRINTED: 15-DEC-88
NUMBER OF LONER
ORDER ELENENT ANALYSES  DETECTION LIXIT EXTRACTION ETHOD
1 Au Gold 23 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 23 2 -150 23 Assau Prep 23
Samrle Pickup 1
Excessive Wetness 424

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR, JIM BARRON

INVOICE TO! MR, JIN RARRON

R RARRON




Bondar-Clegg,
12980 West Cedar Dr.
Lakewood, Colorado 80228

Inc.

REPORT: 098-1548 PROJECT: NONE LISTED PAGE

SANPLE ELENENT Ay
NUMBER UNITS OPT

02 RE8-515-1335-1340 0.052
2 R88-513-1340-1345 0,034
D2 RE8-515-1345-1350 0.015
D2 R88-515-1350-1355 0,026
D2 R88-513-1335-1360 0,023

D2 RB8-515-1360-1345 0.016
02 R88-515-1345-1370 0,015
D2 R88-515-1370-1375 0,014

02 R88-515-1375-1380 0.012
12 RB8-515-1380~1385 0,015

02 RB8-515-1385-1390 0,010
2 R88-515-1390-1295 0,012
2 R88-515-1195-1400 0.011
02 RE8-515-1400-1405 0,005

02 R8E-515-1405-1410 0,008
02 RB8-515-1410-1415 0,005
12 R88-515-1415-1420 0.010

D2 RE8-515-1420-1425 0.016
02 R88-515-1425-1430 0.011
02 RB8-515-1430-1435 0,015

D2 R88-515-1435-1440 0,002
D2 RE8-515-1440-1445 0,006
02 R88-515-1445-1450 0.003




LAB. REPORT NO.

E BONDAR-CLEGGE INC.

12980 W. CEDAR DR, LAKEWOO0D, CO. 80228 PHONE: S8S-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped Via [J Prepaid or [J Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
s'r':“ Samples %r":x?“ Cu Pb Zn Mo Ag Cd Ni ‘e‘f".ﬁ.’."ﬁ.‘%"{‘" Aﬁvzao F Au As Hg Sn Sb Ba|E spec scwaton | DCP 3'5

[ assay (%, ore grade) [0 (prepared
Please analyze by } methods, the enclosed { samples
[J geochemical (ppm, trace level) [l unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
) DISCARD AFTER ANALYSIS COMPLETE 0 DISCARD AFTER ANALYSIS COMPLETE
[J RETURN COD AFTER ANALYSIS COMPLETE [J RETURN COD AFTER ANALYSIS COMPLETE
] STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
O Results 0 Results
3J Invoices O Invoices
(] Pulps 0 Pulps
] Rejects ] Rejects
0 Results O Results
O Invoice O Invoice
O Pulps O Pulps
1 Rejects [0 Rejects

CLIENT'S COPY




LAB. REPORT NO.

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. BO228 PHONE: S83-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped Via [J Prepaid or (1 Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
S‘T"y‘::“ Sal:pns Sammmun Cu Pb Zn Mo Ag Cd Ni ‘c‘E“'f.""rsa"’m" E\?“‘l’iyz\ﬁn F Au As Hg Sn Sh Ba|E spec A'::m:n DCP 12?1

1210 12)5°

[0 assay (%, ore grade) 0 prepared
Please analyze by } methods, the enclosed { samples
0O geochemical (ppm, trace level) O unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[ DISCARD AFTER ANALYSIS COMPLETE [J DISCARD AFTER ANALYSIS COMPLETE
[J RETURN COD AFTER ANALYSIS COMPLETE J RETURN COD AFTER ANALYSIS COMPLETE
[J STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
[J Results [J Results
0 Invoices O Invoices
O Pulps [0 Pulps
[0 Rejects [J Rejects
[J Results [J Results
[ Invoice J  Invoice
O Pulps 0 Pulps
[J Rejects [0 Rejects

CLIENT’S COPY




LAB. REPORT NO.

E BONDAR-CLEGGE INC.

12880 W. CEDAR DR, LAKEWOD0OD, CO. 80228 PHONE: S89-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped I =20 -2 Via [J Prepaid or [J Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES

GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER

i Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation oce test
[0 assay (%, ore grade) O prepared
Please analyze by } methods, the enclosed { samples
[J geochemical (ppm, trace level) O unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
1 DISCARD AFTER ANALYSIS COMPLETE ] DISCARD AFTER ANALYSIS COMPLETE
] RETURN COD AFTER ANALYSIS COMPLETE 0 RETURN COD AFTER ANALYSIS COMPLETE
1 STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO

O Results [ Results
O Invoices 1 Invoices
1 Pulps [ Pulps
1 Rejects [J Rejects
1 Résults [ Results
O Invoice O Invoice
O Pulps 0 Pulps
O Rejects O Rejects

CLIENT'S COPY




LAB. REPORT NO.

B BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. BO228 PHONE: S89-104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Date Shipped Via [J Prepaid or [ Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
s'T'::lee' San?ples Saml‘l;ee:il:‘t;lhers Cu Pb Zn Mo Ag Cd Ni Eé&MNE":TFSeTOmB E\’NAIIJ.YZ\EJD F Au As Hg Sn Sh Ba|E spec a':f#mn Dce loe’set

[0 assay (%, ore grade) O prepared
Please analyze by } methods, the enclosed { samples
[0 geochemical (ppm, trace level) 0 unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[J DISCARD AFTER ANALYSIS COMPLETE [J DISCARD AFTER ANALYSIS COMPLETE
[J RETURN COD AFTER ANALYSIS COMPLETE 0 RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [J STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO
[J Results ] Results
0 Invoices 1 Invoices
0 Pulps O Pulps
0 Rejects ] Rejects
[1 Results ] Results
1 Invoice O Invoice
I Pulps O Pulps
1 Rejects O Rejects

CLIENT'S COPY




RIG#: L /(-;

Angle ovug
——=J{circle ohe)-— - -

LANG EXPLORATORY DRILLING DAILY DRILLING REPORT DATE
Daily ! Daily ) i Subsistence: PROJEC
Start time: ( }'l 0 O Finish Nme:/;)‘; o0 | Day > Men | NAME él‘&A/})
Hole #: Angle or Verticul Hole #: Angle or Vertical Hole #: Angle or Verti TO0T
(D ’5—/5* — {circle one)- - — {circle one)_ _ _ _{circle one)_ _ _ FOOTAGE ?)%!ILLED
‘Depth today: | Depth yesterday: Depth today: Depth today: TODAY:
— [,_Z
5 L/j o ) ) __)__,115: FT
------------- - - - - = = - - -MATERIALS USED - - . - - === - - - -
Quantity: Size: Material Name: Quantity : Size: Material Name: Quantity Size:  Material Name:
Gal. Quick Foam X____ Nipple
e Gal E-Z Mud X Nipple
L= Bags Cement * Elbow
_l._ ﬁ Rod Wipers s & s TN
| ____ " Tri-Cone Wear Sleeves L. " Pipe Plug
| —---— Bazooka Tube At of “Casing
———— 14-Hole Adapter "" Casing Couplers
it JAKE 7 JFootaGe: /[New) g ly used d
BIT#: SIZE: |TYPE. Tri-Cone Carbideﬁ*m_n_:e_r_gﬂ, £ ‘ : ew) Bit previously used_ _ Use
F S A/A // Tri-Cone Steel Too m? s 5 /C/ _BJ} on this project Bit
) 4 4 é 94 -~ ~(circle one of the above) — - — //JC( béjl ________ —leircla ondfssm——s ot
BITH: SIZE" | TYPE: Tri-Cone Carbide, Hammer Bit, MAKE: FOOTAGE: |[New__Bit previously used _Used
Tri-Cone Steel Tooth Bit on this project Bit
—-~~(circle one oltheabove)--- | = | o @ Jlemeasaee=i {CIrcle Nl = ——sc ee
[roes | ) 2000 | 1 j=c usc ng Y20 Fe
* ) 30 ]L‘ ) / Q,/ nL 7L
IF | |, 30| < 7¥e» A[ yi'/ Se. /5
o Lm Seece @Sy ////
[ ; / ( i -
1'30 [Z/00 *2(/[{%{ @ i J Dn/m/ﬁé/ég‘s

e

(5 fapfd Boostor af- ,?'30\

/

/5AM+ Jum Qcm 1S mia +p lelj/na Ju/,pa//lﬁf

’

A Y

—Hrs. MOVING, Hrs.

—a Hrs. HOURLY W‘?)(

Hrs. BIG/SMALL CAT (circle one),

SAMPLING PERFORMED BY LANG? @ No Partially (circle one)

HAULING WATER, Hrs. STANDBY

Hrs. SKIDDER,

CAUSE OF LOST TIMF (repairs, lost citculatlop ¥

D(‘ﬁ%/é(/ g Hrslglé

rs signature

7}9 1/151) P o

%07%2)/\ Hrs. /;ll/

V774

(/(// 2 Hes, /I

Helpers sngnalure

etc.)

T'i e

JUSTIFY HO

URS (If Applies)skskscksoriox

/ o g Getting Fuel
c ~
3 4\. > 7LQ 1 Chasing for Parts
Drive Time (after the 1st one hour)
CLIENT REP: Was the hole(s) completed to desired depth? Yes No v

WHITE: Lang Office Copy

YELLOW: Geologist Copy




